Before Class:
· Load website for lab

IDE 120(Lessons(Strain Transformation

· Draw table on the board

	Group #
	
[image: image1.wmf]()

()

sy

y

Storsion

Stension


	
[image: image2.wmf]()

()

sy

y

Storsion

Sflexure




1) Failure and Fully Plastic Action Presentations

a. Have each group come to the board and fill in their experimental stress ratios

b. Ask two random groups the following questions:

i. Describe the unplanned failure your group researched.  What caused the failure and could anything have been done to prevent the failure?

ii. Which of the two failure theories for ductile materials worked better for the A36 steel specimens tested by your group?

2) Collect Failure, Fully Plastic Action lab reports

3) Return Beam Deflection Lab Reports

4) Lecture over Strain Transformation

a. Hand out memos

b. Lecture

5) Go to lab and do tests
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